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APPROVALS: | - FRODUCING PLaT: CANCELS:  5-5402
£ /(':,;,ﬂt @ “f-? SSATTIZ & SATA #MA | DATE:  10/20/6
| zvrierIn " DESCRIPTION g POUNDS | carrems |
220 Whiting 30,43 £20
440  Tele 3,03 1003
045 _Asbestos 7RF10 £ 85 150
245 Thiekmer W/C 228 28 10
166 Hepacs 277 o5 25
330 Poloviny) Alesho) €2785 20 7.
* 430 'Sndiun'Trizhlfth~s:héte i 10 ‘2L§
i 226 'rit.a.ﬁiu_m Digment | 1,90 s
__m Pét_ro 44 _ 03, 75
453 .Preservafive Toricil 75 11 | 2.5
460 | Vermiculite Exrazéed 20,91 550 'lf“ Qéﬁii;
TOTAL 100.00 282925
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CONTRCT,«

=725

T-38

Korral applicaticn consistency
(retty diaceter of &")

Bengd

2. Mixing time shzll te 8 rinutes minirunm end 12 minutes maximum,
3. Mixin" time with vermiculite shall not exceed 2 minutes.

155 = 175 cc

Equal to Stancard
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" TM-1B ‘Viscosity (Slump 1est- patty - 155 to 175
; diameter of 6") cc/lOO gr.
: TM-2 pH {meter) .. ‘ 7.5 to 9.5
-3 Bond *. ‘ Equal to Stand'ara _
TV-13 Reflectance (%) 80 to 85
- TM=20 Cracking . 'No cracks or heavy o
_ o checking
™-22 Stze graduation {500 cc sample) | |
A, retained on 16 mesh ' 220 to 400 ec
b. Passing 16, retained on 50 : . o
: mesh 70 to0 230 cc
TM-33 Dry loose density (pounds per _
cubic foot) o _ .20 %0 25
TH-34 . Hardness . Equal to Standard
T™-36 - White line test _Equal to Standard
Resistance to Souring
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